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EHEFITERMNBMRAST (EVERLIGHT ELECTRONICS CO., LTD.)
Hribmhf A @ P ZERE6-85% (NO. 6-8, ZHONGHUA RD., SHULIN DIST., NEW TAIPEI CITY 23860, TAIWAN)

BT IEERIGHPEREIZHERTER (The following sample(s) was/were submitted and identified by the applicant

as) :

BASIC INFORMATION

Type of Product HIGH POWER LED_CH2016-X

Supplier Company Name EVERLIGHT

Address NO.6-8, ZHONGHUA RD., SHULIN DIST., NEW TAIPEI CITY 23860, TAIWAN

Tel / Fax / Email

TEL:886-2685-6688

FAX:886-2685-6699

E-MAIL: allenchiang@everlight.com

Contact Person

Allen

EVERLIGHT REPORT NO

EVERLIGHT-CH2016-X SERIES
Sampling Product : CH2016E-C07001L-53A64DJ6K23037-2T-AM-SGS-15-Jun-2023

PRODUCT INFORMATION

Product/component Sample description

DRL(white) ,Tail lamp(red) ,Turning light(pc amber)

Quantity (numbers or weight)

0.0094 g

EVERLIGHT P/N CH2016-X SERIES
Sampling Product : CH2016E-C07001L-53A64DJ6K23037-2T-AM
Product Lot No T230317A0702GP15We6L
Country of Origin TAIWAN
TEST INFORMATION
Sample preparation CUTTING

Test Method

RoHS: IEC 62321, Halogen: BS EN 14582

MDL

Cd, Pb, Hg: 2 mg/kg, PBBs/PBDEs: 5 mg/kg, Halogen: 50 mg/kg

AR (Sample Submitted By)

W2 H(Sample Receiving Date)
Al BB (Testing Period)

HEL 45 R (Test Results)

Tr&%ﬁf Depart&nt Mal 1 &

Signed for and on behalf o
SGS TAIWAN LTD.
Chemical Laboratory - Taipei

EXEFIERNAMRAS (EVERLIGHT ELECTRONICS CO., LTD.)

02-Jun-2023
02-Jun-2023 to 15-Jun-2023

A28 T —H (Please refer to following pages).

-i.-r:-

PIN CODE: 12B675F4
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HIEL 7K (Test Requested) (1) KEBEEFPIEE - £%RoHS 2011/65/EU Annex | R E{ERT 5 (EU) 2015/863
atdm - 88 Ok NER - ZIREK - ZREKES, DBP, BBP, DEHP, DIBP - (As
specified by client, with reference to RoHS 2011/65/EU Annex Il and
amending Directive (EU) 2015/863 to determine Cadmium, Lead, Mercury,
Cr(VI), PBBs, PBDEs, DBP, BBP, DEHP, DIBP contents in the submitted
sample(s).)

(2) IBEFIEE - Hli PAHs REMAIIE - (As specified by client, to test PAHs
and other item(s).)

# @ (Conclusion) (1) REEPPREENERR - B - 86 5k - ANER - ZIREEK - Z)RBKEE, DBP,
BBP, DEHP, DIBPEYAIER #5 R ¥ & RoHS 2011/65/EU Annex IEE(EE]#5< (EV)
2015/863 ZBR{EZSK - (Based on the performed tests on submitted
sample(s), the test results of Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs,
DBP, BBP, DEHP, DIBP comply with the limits as set by RoHS Directive (EU)
2015/863 amending Annex Il to Directive 2011/65/EU.)

(2) REBEPMEHNER  ZESERIEHGERTSREERZETZEZ(AIPS) GS
PAHsZ 3 48 "HEEM 1 ZMRMEZEK - (Based upon the performed tests on
the submitted sample(s), the test results of PAHs (15 items) comply with the
limits of PAHs requirement (Category 3) " Other consumer products . as set
by German Committee on Product Safety (AfPS) GS PAHs.)

B BRI A (Test Part Description)
No.1 :  HIGH POWER LED_CH2016-X

Bt 45 R (Test Results)

ASIER AR AE B MDL #HR PR{E
(Test Items) (Method) (Unit) (Result) | (Limit)
No.l

#% (Cd) (Cadmium (Cd)) mg/kg 2 n.d. 100

£%Z(|EC 62321-5: 2013 - IR BB S EBRE5T

EEE T o (With reference to IEC 62321-5:

JL
¥ (Pb) (Lead (Pb)) 2013, analysis was performed by ICP-OES.)

mg/kg 2 n.d. 1000
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HEIEE A A E ==Ll MDL BHR PRIE
(Test Items) (Method) (Unit) (Result) | (Limit)
No.l
7 (Hg) (Mercury (HQg)) £3#|EC 62321-4: 2013+ AMD1: 2017 - BB [ mg/kg 2 n.d. 1000
FER S BRI E DT - (With reference
to IEC 62321-4: 2013+ AMD1: 2017, analysis
was performed by ICP-OES.)
7NEEE Cr(VI) (Hexavalent Chromium 2%|EC 62321-7-2: 2017 - PIRSME-TIRYE [ mg/kg 8 n.d. 1000
Cr(Vl) DIHEFT DT - (With reference to IEC
62321-7-2: 2017, analysis was performed by
UV-VIS)
— 27X (Monobromobiphenyl) mg/kg 5 n.d. -
_ 8Kt (Dibromobiphenyl) mg/kg 5 n.d. -
—REEK (Tribromobiphenyl) mg/kg 5 n.d. -
IREER (Tetrabromobiphenyl) mg/kg 5 n.d. -
TR (Pentabromobiphenyl) mg/kg 5 n.d. -
7RISR (Hexabromobiphenyl) mg/kg 5 n.d. -
TR (Heptabromobiphenyl) mg/kg 5 n.d. -
JURHZK (Octabromobiphenyl) mg/kg 5 n.d. -
JUREEZ (Nonabromobiphenyl) mg/kg 5 n.d. -
18847 (Decabromobiphenyl) ) . e e |LMI/kg 5 n.d. -
ZEHEMA (Sum of PBBs) SEIEC 62321-6: 2015 - BURARRMTE/SR [0 0T [ nd | 1000
—R¥ A B (Monobromodiphenyl ether) B - (Wlt.h reference to [EC 62321-6: maqg/k 5 n.d. -
— — pheny 2015, analysis was performed by GC/MS.) 979
_,THH.%"KEL (Dibromodiphenyl ether) mg/kg 5 n.d. -
— 27K EE (Tribromodiphenyl ether) mg/kg 5 n.d. -
T REE KB (Tetrabromodiphenyl ether) mg/kg 5 n.d. -
TR ZKEE (Pentabromodiphenyl ether) mg/kg 5 n.d. -
7NRBEREE (Hexabromodiphenyl ether) mg/kg 5 n.d. -
TR EE (Heptabromodiphenyl ether) mg/kg 5 n.d. -
JUREEREE (Octabromodiphenyl ether) mg/kg 5 n.d. -
JUREZKES (Nonabromodiphenyl ether) mg/kg 5 n.d. -
127X Bt (Decabromodiphenyl ether) mg/kg 5 n.d. -
2R A B42F0 (Sum of PBDEs) mg/kg - n.d. 1000
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AFIER A A E ==Ll MDL =R PR{E
(Test Items) (Method) (Unit) (Result) | (Limit)
No.l

MR PR T X5 E5 (BBP) (Butyl benzyl £#|EC 62321-8: 2017 - IRMEENBE/ERL | mg/kg 50 n.d. 1000
phthalate (BBP)) &M - (With reference to IEC 62321-8:

2017, analysis was performed by GC/MS.)
#X "ERE T A= (DBP) (Dibutyl phthalate |2%IEC 62321-8: 2017 - IRMEETE/BL | mg/kg 50 n.d. 1000
(DBP)) EDHT ° (With reference to IEC 62321-8:

2017, analysis was performed by GC/MS.)
#AE_HE _(2-oECH)E (DEHP) (Di-(2-  |£%IEC 62321-8: 2017 - ImMEENTE/BE | mg/kg 50 n.d. 1000
ethylhexyl) phthalate (DEHP)) BT » (With reference to IEC 62321-8:

2017, analysis was performed by GC/MS.)
AR _HEE — 2T fis (DIBP) (Diisobutyl £#|EC 62321-8: 2017 - IRMHEENBE/ERE | mg/kg 50 n.d. 1000
phthalate (DIBP)) BEOHT - (With reference to IEC 62321-8:

2017, analysis was performed by GC/MS.)
#R BB E 5 (DIDP) (Diisodecyl £%Z|EC 62321-8: 2017 - IRMBEENE/EL | mg/kg 50 n.d. -
phthalate (DIDP)) (CAS No.: 26761-40-0, BEOHT - (With reference to IEC 62321-8:
68515-49-1) 2017, analysis was performed by GC/MS.)
#R BB EFBs (DINP) (Diisononyl £%Z|EC 62321-8: 2017 - IRMBEENE/EL | mg/kg 50 n.d. -
phthalate (DINP)) (CAS No.: 28553-12-0, BEOHT - (With reference to IEC 62321-8:
68515-48-0) 2017, analysis was performed by GC/MS.)
#R BBl — IE=*f5 (DNOP) (Di-n-octyl £%E|EC 62321-8: 2017 - IRmMEENTE/EL | mg/kg 50 n.d. -
phthalate (DNOP)) (CAS No.: 117-84-0) BEOHT - (With reference to IEC 62321-8:

2017, analysis was performed by GC/MS.)
#PR BB IE/XBs (DNPP) (Di-n-pentyl £%E|EC 62321-8: 2017 - IRMEENTE/ERE | mg/kg 50 n.d. -
phthalate (DNPP)) (CAS No.: 131-18-0) BEOHT - (With reference to IEC 62321-8:

2017, analysis was performed by GC/MS.)
#R _ BB _ IF OB (DNHP) (Di-n-hexyl £%|EC 62321-8: 2017 - IRMEENBH/ERE | mg/kg 50 n.d. -
phthalate (DNHP)) (CAS No.: 84-75-3) &2 - (With reference to IEC 62321-8:

2017, analysis was performed by GC/MS.)
MR RREEQ-FEELE)EE (DMEP) (Bis(2-|22IEC 62321-8: 2017 - UM E/BRE | mg/kg 50 n.d. -
methoxyethyl) phthalate (DMEP)) (CAS No.: |[#&%47 - (With reference to IEC 62321-8:
117-82-8) 2017, analysis was performed by GC/MS.)
#K BB __PEs (DMP) (Dimethyl £#|EC 62321-8: 2017 - IRMEENBE/EE | mg/kg 50 n.d. -
phthalate (DMP)) (CAS No.: 131-11-3) &M - (With reference to IEC 62321-8:

2017, analysis was performed by GC/MS.)
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AEIER AE A Bf{I | MDL BHR PRIE
(Test Items) (Method) (Unit) (Result) | (Limit)
No.l
MR _ERE _ FE32fi5 (DIOP) (Diisooctyl £3#|EC 62321-8: 2017 - IRMHEENBE/ERE | mg/kg 50 n.d. -

phthalate (DIOP)) (CAS No.: 27554-26-3) &M ° (With reference to IEC 62321-8:
2017, analysis was performed by GC/MS.)

A BB _ IETEs (DNNP) (Di-n-nonyl £#|EC 62321-8: 2017 - IRMHEENBE/ERE | mg/kg 50 n.d. -

phthalate (DNNP)) (CAS No.: 84-76-4) BT ° (With reference to IEC 62321-8:
2017, analysis was performed by GC/MS.)
FNREBET _REMATIEFBAIHNEEY £E|EC 62321: 2008 - IRMEENE/EEE | mg/kg 5 n.d. -

(HBCDD) (a- HBCDD, B- HBCDD, y- HBCDD) |44 - (With reference to IEC 62321: 2008,
(Hexabromocyclododecane (HBCDD) and all |analysis was performed by GC/MS.)
major diastereoisomers identified (a- HBCDD,
B- HBCDD, y- HBCDD)) (CAS No.: 25637-99-4,
3194-55-6 (134237-51-7, 134237-50-6,
134237-52-8))

& (F) (Fluorine (F)) (CAS No.: 14762-94-8) mg/kg| 50 98.1 -

% (Cl) (Chlorine (Cl)) (CAS No.: 22537-15- [£%BS EN 14582: 2016 - Bt FEH 5 mg/kg | 50 n.d. -

1) #7 - (With reference to BS EN 14582: 2016,
'8 (Br) (Bromine (Br)) (CAS No.: 10097-32- |analysis was performed by IC)) mg/kg| 50 n.d. -
2)
i (1) (lodine (1)) (CAS No.: 14362-44-8) mg/kg | 50 n.d. -
2 HFEl R EEE (PFOS and its salts) [£%CEN/TS 15968: 2010 - LURAAE 2H % [ mg/kg | 0.01 n.d. -
(CAS No.: 1763-23-1 and its salts) EEDHT - (With reference to CEN/TS

15968: 2010, analysis was performed by

LC/MS/MS.)
EHFEKREER (PFOA and its salts) £3ECEN/TS 15968: 2010 - DURMEE T £ = [ mg/kg | 0.01 n.d. -
(CAS No.: 335-67-1 and its salts) FEEDHT - (With reference to CEN/TS

15968: 2010, analysis was performed by

LC/MS/MS.)
i (Be) (Beryllium (Be)) (CAS No.: 7440-41-|2US EPA 3052: 1996 - LUK BB S ERR | mg/kg 2 n.d. -
7) L EDHT - (With reference to US EPA

3052: 1996, analysis was performed by ICP-

OES.)
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Al IEE i ==Kiv} MDL i PRIE
(Test Items) (Method) (Unit) (Result) | (Limit)
No.l
ZIRFEIE (Polycyclic Aromatic
Hydrocarbons) (PAHs)
ZB#(a)tE (Benzola]pyrene) (CAS No.: 50-32-8) mg/kg| 0.2 n.d. A
5t (e)tE (Benzo[e]pyrene) (CAS No.: 192-97- mg/kg| 0.2 n.d. A
2)
ZBHE (Benzo[alanthracene) (CAS No.: 56-55- mg/kg| 0.2 n.d. A
3)
Z(b)#B#2%7 (Benzo[b]fluoranthene) (CAS No.: mg/kg| 0.2 n.d. A
205-99-2)
X()#B#% (Benzo[jlfluoranthene) (CAS No.: mg/kg| 0.2 n.d. A
205-82-3)
#F (k)% B2 (Benzo[k]fluoranthene) (CAS No.: - mg/kg| 0.2 n.d. A
207-08-9) 2£ZAfPS GS 2019:01 PAK - DIRAEET /&
7= (Chrysene) (CAS No.: 218-01-9) EEDHT - (With reference to AfPS GS mg/kg 02 nd. A
_XB#HE (Dibenzo[a,hlanthracene) (CAS No.: 2019:01 PAK, analysis was performed by mg/kg| 0.2 n.d. A
53-70-3) GC/MS))
ZRBHIE (Benzo[g,h,ilperylene) (CAS No.: 191- mg/kg| 0.2 n.d. A
24-2)
ENEREE (Indeno[1,2,3-c,d]pyrene) (CAS No.: mg/kg| 0.2 n.d. A
193-39-5)
(Anthracene) (CAS No.: 120-12-7) mg/kg| 0.2 n.d. A
Z B2 (Fluoranthene) (CAS No.: 206-44-0) mg/kg| 0.2 n.d. A
JE (Phenanthrene) (CAS No.: 85-01-8) mg/kg| 0.2 n.d. A
EE (Pyrene) (CAS No.: 129-00-0) mg/kg| 0.2 n.d. A
% (Naphthalene) (CAS No.: 91-20-3) mg/kg| 0.2 n.d. A
ZIRFSEEISIEAM (Sum of 15 PAHs) mg/kg - n.d. A
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fB5¥(Note) :

1.
. MDL = Method Detection Limit (75,415 8I1BEE)

. n.d. = Not Detected (Gkt&) ; /NI AMDL / Less than MDL

. "-" = Not Regulated (BREE)

. ERERERERHBEGZSYE (PFOS and its salts including) :

u b~ wN

mg/kg = ppm ; 0.1wt% = 0.1% = 1000ppm

CAS No.: 1763-23-1, 2795-39-3, 29457-72-5, 29081-56-9, 70225-14-8, 56773-42-3, 251099-16-8, 307-35-7,
91036-71-4, 4021-47-0 and others.

. ERFMRREEREZEYE (PFOA and its salts including) :

CAS No.: 335-67-1, 335-95-5, 2395-00-8, 335-93-3, 335-66-0, 3825-26-1 and others.

. BRIESBEREE - 28ILAC-G8:09/2019 - IAREE Zx(w=0)sBWIRRBETHESHAE ; REBUIRA - FEUERZHE

HLURIE 45 REAPREMELER - (Unless otherwise stated , the decision rule for conformity reporting is based on
Binary Statement for Simple Acceptance Rule (w=0) stated in ILAC-G8:09/2019. According to this rule, the
judgement of conformity is based on the comparing test results with limits.)
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Remark :

A EEEREZEZEE S (APS): GS PAHs £k
AfPS (German commission for Product Safety): GS PAHs requirements

HEf(Date): 15-Jun-2023

1EH
(Parameter)

% 1 #5(Category 1)

£ 2 #8(Category 2)

£ 3 #H(Category 3)

BEMAOPRMRNE REE R
B2 B (1838 30 7)RY
2009/48/EC E&MILEMRIA 3
BT REFEFANER(Materials
intended to be placed in the
mouth, or materials in toys
(Directive 2009/48/EC) or

ABRE 1 MR TEES TR
REA EREBE 30 V(R K EES)
o} EE MR ISR 288 (Materials that
are not in Category 1, with
intended or foreseeable long-term
skin contact (> 30 seconds) or
short-term repetitive contact with

ABRE 1 HHE 2 BRI
B3 0] 78 R B 57 E A A8 3A 30 7
(2 HA K7 8 1 #8) (Materials not
covered by Category 1 or 2, with
intended or foreseeable short-
term skin contact (£ 30 seconds))

articles for children up to 3 the skin)
years of age with intended a. b. a. b.
long-term skin contact (> 30 |f#t 14 BEA TN REE | HEEmM(Other |t 14 U T RERE [HEEM(Other
seconds)) ArEmUse by [consumer FArEmUseby [consumer
children under 14) [products) children under 14) |products)
Naphthalene <1 <2 <10
Phenanthrene
Anthracene
< 1Sum < 5Sum < 10 Sum <20 Sum < 50 Sum
Fluoranthene
Pyrene
Benzo[a]anthracene <02 <02 <05 <05 <1
Chrysene <0.2 <0.2 <0.5 <05 <1
Benzo[b]fluoranthene <02 <02 <05 <05 <1
Benzo[jlfluoranthene <0.2 <0.2 <0.5 < 0.5 <1
Benzo[k]fluoranthene <02 <02 <05 <05 <1
Benzo[a]pyrene <0.2 <0.2 <0.5 < 0.5 <1
Benzo[e]pyrene <02 <0.2 <05 <05 <1
Indenol1,2,3-c,d] pyrene <02 <0.2 <0.5 <05 <1
Dibenzo[a,h]anthracene <0.2 <0.2 < 0.5 < 0.5 <1
Benzo[g,h,i]perylene <0.2 <02 <05 <05 <1
(1SSUI§ gﬁ?Ssz% <1 <5 <10 <20 <50

Bfi1(Unit) : mg/kg
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BEF T EKRMHAMRAS (EVERLIGHT ELECTRONICS CO,, LTD.)
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B2 EiREE / Analytical flow chart of heavy metal

RIBUTROREBBE 2R - KMz 8% o ( ANEBIAE ARSI )
These samples were dissolved totally by pre-conditioning method according to below flow chart.

( Cr®* test method excluded )

HEf(Date): 15-Jun-2023

H#(Page): 9 of 17

his

% - EEm / Cutting - Preparation

| Al mESE / Sample measurement

i Pb/#® Cd/5k Hg
y

PR R AR 5/ B AR AE T TR AR
Acid digestion with microwave / hot plate

v

#8358 / Filtration

|
v v

JA7R / Solution 578 / Residue

v

1) ERBEELE / Alkali fusion
2) E&EREYARE / HCl to dissolve

,, l

MR FERB & B IR B 5 RE B AT/
Analysis was performed by ICP-OES

: |
| o
| 7NMESE Cr(VI)
v v
| JE£E / Non-metal | | £& / Metal |
ABS/PC/PVC | Eiftt#4%/Others v
v L #7KZER / Boiling
BERAR / # 150~160°CTF water extraction
Dissolving by JH1E / Digesting
ultrasonication at 150~160°C +
v v BAEBIEER /
60 CIRHT T BER BUKE / Cool, filter digestate
HE / Di%esting at Separating to get through filter
60°C by aqueous phase
ultrasonication +
. | A
v MAZBEBE /
Add diphenyl-

| % pH / pH adjustment

!

MAREEREE / Add diphenyl-
carbazide for color development

v

PIgRANE-TI RYEHEREE - ERRmE
TRAE 540 nm RIS /
Measure the absorbance at
540 nm by UV-Vis
spectrophotometer

carbazide for color
development

v

PLERSMN-T] Beeat
& SAR@RARE
540 nm KIIRULE /
Measure the
absorbance at
540 nm by UV-Vis
spectrophotometer
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LR R /Z R A B 2 7 REE / Analytical flow chart - PBBs/PBDEs

YRR ERE / First testing process _—
EEMERIERF / Optional screen process  =sss=ss:

T#33#2F / Confirmation process -

¥ MmATEIE / Sample pretreatment
v

HE5 S #r/ Screen analysis

NSNS EEEfEEEEEEEEEEEEEEEEEEER

v

& mEE / Sample extraction
R EFERUE / Soxhlet method

1
v

ERUR R/ R
Concentrate/Dilute extracted solution

1
v

EEURAEIE / Filter

1
v

RAMENEREE / GC/MS
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o2 53 #7728 / Analytical flow chart - Phthalate

[z 75 7%/ Test method: IEC 62321-8]

BmAIREE/ D /
Sample pretreatment/separation

!

B THF TUs ki A A2 25EL /
Sample dissolved/extracted by THF

!

EEEE /
Dilute extracted solution

}

REBNERRED /
Analysis was performed by GC/MS
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NRERT RS REERE / Analytical flow chart - HBCDD

EMAIERIE / Sample pretreatment
*mm25EY Sample extraction /
HBERZEEUA Ultrasonic method
EER R/ RE /
Concentrate/Dilute extracted solution

I
ZEEDRIBIE / Filter
!

VISR /EEEDH /
Analysis was performed by GC/MS

!
2138 / Data
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EESREE / Analytical flow chart - Halogen

RmAlEE/ A /
Sample pretreatment / Separation

MERBEmBIAERESD /
Weighting and putting sample in cell

v

WAYGE3E /IR /
Oxygen bomb combustion / Absorption

HEZECERE /
Dilution to fixed volume

v

VIBEF BB /
Analysis was performed by IC
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ZREEM(BE2ERFR/Z2RFRER/EERESYES) 2 1RER / Analytical flow
chart — PFAS (including PFOA/PFQS/its related compound, etc.)

¥ mARIEE /Sample pretreatment

HBERZEIVAZEER /
Sample extraction by ultrasonic extraction

IR GE R /
Concentrate/Dilute extracted solution

v

Vs /B e RBENT B BB EL &N
#7/Analysis was pen;_%r?’:ﬂesd/b SGC/MS or LC/MS or

v

#1% / Data
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SREBESRER /
Analytical flow chart - PAHs (Polycyclic Aromatic Hydrocarbons)

BmAlEE /
Sample pretreatment

!

PBRBREZEN(BE RERR) /
Sample extracted (ultrasonic extraction) by toluene solvent

!

URHENERREDNT /
Analysis was performed by GC/MS

!

214% / Data
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TTE(EEEBE)HIRERE / Analytical flow chart of elements (Heavy metal included)

REBUTHREBZBRYE  BRmETZ AR -
These samples were dissolved totally by pre-conditioning method according to below flow chart.
[ 2% 757%/Reference method : US EPA 3051A - US EPA 30521

% - #EHHES / Cutting - Preparation

v

Al mESE / Sample measurement

A

TR/ B R/ S B RURETE /
Microwave digestion with HNO3/HCI/HF

'

#BIE / Filtration

v
\ 558 / Residue
7AW / Solution

% / Alkali fusion
2 /HCl to dissolve

1) mEmR
2) HERMA

l

PURK PR 5 B IR BT YSRE & AT /
Analysis was performed by ICP-OES

* US EPA 3051A AR AMESEE /US EPA 3051A method does not add HF.
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*RAPUMAFRERR - AIRRASE R 2% m/80 . *
(The tested sample / part is marked by an arrow if it's shown on the photo.)

ETR23600251

pmmﬂ|nn|nu|mqnn|_m‘rf
3 2 ] 0
ONE SIDE/ANOTHER SIDE

** #ELE (End of Report) **
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